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MAIN

1979

Unclassified

Silica 91.91 %

Assessment Report 8151

 15,422,100 

N

t

SAMPLE

1976

Assay/analysis                

Rock

Silica 95.6 % Four of five samples of dacite yielded 94.7 to 95.6 per 

cent SiO2.
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N
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