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| MINFILE Number:  092L 100 Name: SCRUTOR GOLD Status:  Prospect
Ore Zone/ Tonnage/ Commodity Grade Reference/

Year/Report On Category Comments
SAMPLE Gold 9.876 g/t

Assay/analysis Copper 1.961 % Assessment Report 31961
2010 N Grab
SHEAR Gold 13.6 g/t

Assay/analysis Silver 12.8 g/t samples 459 and 563; Assessment Report 19821

0,

1989 N Rock Copper 2.06 %
SHEAR Silver 46.2000 g/t Width of shear zone is 5 to 40 centimetres. Gold value

Assay/analysis Gold 8.7000 g/t from breccia zone.
1986 N Chip Copper 24600 % Assessment Report 14618, Sample #50, Figure 3, page

4.

BRECCIA Gold 8.75 g/t Over 1.0 metre,

Assay/analysis sample 63; Assessment Report 14618
1985 N Rock
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