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Ore Zone/

Year/Report On

Tonnage/

Category

Commodity Grade Reference/

Comments

SAMPLE

2019

Assay/analysis                

Chip

Zinc 9.02 %

Copper 0.11 %

Silver 6 g/t

A 1.0-metre chip sample (39717) of massive magnetite, 

pyrite, sphalerite and minor chalcopyrite.

Assessment Report 38642
N

SAMPLE

1963

Assay/analysis                

Chip

Copper 0.2000 %

Zinc 11.0000 %

Sample over 1.37 metres.

Assessment Report 502, Figure C.

N
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