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Ore Zone/

Year/Report On

Tonnage/

Category

Commodity Grade Reference/

Comments

PIT

2012

Assay/analysis                

Chip

Copper 8.26 %

Zinc 13.2 %

Silver 99.7 g/t

rock chip samples averaging 1 metre in length and 8.3 

kilograms in weight over the main mineralized zone, as 

exposed in the pit.

Assessment Report 33632
N

PIT

2010

Assay/analysis                

Rock

Copper 9.23 %

Zinc 27.84 %

Silver 97.5 g/t

a representative sample of the main metal zone

Assessment Report 31717

N

PIT

1989

Assay/analysis                

Rock

Silver 283 g/t

Gold 0.19 g/t

Cadmium 0.116 %

Copper 21.95 %

Zinc 15.2 %

Lead 0.405 %

a sample of massive chalcopyrite with disseminated 

sphalerite in a manto pod from the open pit

Assessment Report 20092
N

DRILLHOLE

1952

Assay/analysis                

Chip

Copper 0.8300 % 0.83 per cent copper over 1.2 metres.
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