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SAMPLE

2020

Assay/analysis                

Rock

Copper 1.545 %

Gold 16.55 g/t

A rock sample (27455) from a sheared contact of 

limestone and basalt hosting pyrite veins and 

disseminations.

Assessment Report 39283
N

SAMPLE

2019

Assay/analysis                

Grab

Copper 4.79 %

Silver 79.3 g/t

Gold 5.62 g/t

Sample 19013.

Wasteneys, H. (2019-07-25): NI 43-101 Technical 

Report on the Adam West Property, Northern 

Vancouver Island, British Columbia
N

MAIN

1988

Assay/analysis                

Grab

Gold 11.2 g/t

Assessment Report 17449, page 10

N

MAIN

1988

Assay/analysis                

Grab

Gold 7.55 g/t

Silver 34.3 g/t

Copper 2 %

An average grade of the zone was reported as 7.55 

grams per tonne gold, 34.3 grams per tonne silver and 2 

per cent copper across an average width of 2.1 metres.

Assessment Report 17755
N

PLATEAU

1987

Assay/analysis                

Grab

Gold 9.5 g/t In 1987, sampling of the Plateau Level zone yielded 

values ranging from 0.27 to 9.5 grams per tonne gold.

Assessment Report 17449, page 10
N

MAIN

1979

Assay/analysis                

Chip

Silver 17.7700 g/t

Gold 11.8500 g/t

Copper 1.2700 %

Average of four samples over 2.29 metres.

Assessment Report 8190, page 4.

N
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