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SAMPLE

1987

Assay/analysis                

Chip

Silver 23.6000 g/t

Gold 0.0300 g/t

Cadmium 0.0870 %

Copper 0.4800 %

Lead 8.2000 %

Zinc 4.8000 %

Sample over 1.0 metre of argillite and interbedded chert 

containing massive sulphide lenses.

Assessment Report 16557, page 26.
N

SAMPLE

1987

Assay/analysis                

Chip

Silver 5.6 g/t

Copper 0.08 %

Lead 0.54 %

Zinc 0.66 %

Gold 0.03 g/t

assays from a chip sample over 1.6 metres of 

sulphide-rich chloritic schist near a mafic volcanic 

contact assayed 5.6 grams per tonne silver, 0.08 per 

cent copper, 0.54 per cent lead, 0.66 per cent zinc and 

0.03 grams per tonne gold

Assessment Report 16557, page 26

N

HIGH-GRADE

1985

Assay/analysis                

Rock

Lead 21 %

Zinc 21 %

Copper 1.58 %

Silver 343 g/t

Cadmium 0.0125 %

In 1985, a high grade specimen assayed a combined 42 

per cent lead and zinc with 1.58 per cent copper, 

0.0125 per cent cadmium, 343.0 grams per tonne silver 

and trace gold

Assessment Report 14319

N
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