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Ore Zone/

Year/Report On

Tonnage/

Category

Commodity Grade Reference/

Comments

SAMPLE

2019

Assay/analysis                

Rock

Copper 2.790 %

Silver 10.7 g/t

nine of ten samples (19221 through 19230) from the 

Eloise occurrence area yielded from 1.020 to 2.790 per 

cent copper with 1.3 to 10.7 grams per tonne silver

Assessment Report 39053; Wasteneys, H. 

[2019-07-25]: NI 43-101 Technical Report on the 

Adam West Property, Northern Vancouver Island, 

British Columbia

N

SAMPLE

1969

Assay/analysis                

Chip

Copper 2.0000 % Range from 0.3 to 2.0 per cent copper along a 900 metre 

strike length.

Assessment Report 10479.
N

Wednesday, November 19, 2025 Page 1 of 1092L  224MINFILE  Number:


