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TRENCH

1991

Assay/analysis                

Rock

Copper 7.01 %

Gold 15.8 g/t

Sampling of Trench 3.

Assessment Report 21659

N

TRENCH

1987

Assay/analysis                

Chip

Silver 14.8000 g/t

Gold 0.8250 g/t

Copper 3.2500 %

Silver reported in parts per million, gold in parts per 

billion.

Gonzales, R.A., 1987 Report, page 14.
N

TRENCH

1984

Assay/analysis                

Chip

Copper 12.2 %

Gold 4.4 g/t

Silver 43.6 g/t

A 2.5-metre chip sample from Trench 1.

Assessment Report 20723

N

DRILLHOLE

1964

Assay/analysis                

Drill Core

Copper 0.65 % Drill hole IC-1 over 7.95 metres.

Assessment Report 20723

N

TRENCH

1964

Assay/analysis                

Chip

Copper 5.14 %

Gold 3 g/t

Silver 18 g/t

A 2.1-metre trench sample.

Assessment Report 20723

N
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