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Ore Zone/

Year/Report On

Tonnage/

Category

Commodity Grade Reference/

Comments

SAMPLE

1989

Assay/analysis                

Rock

Zinc 1.185 %

Copper 0.226 %

Silver 9.0 g/t

a rock sample (109750) from a 0.15 to 0.45-metre wide 

sulphide-rich (pyrite-chalcopyrite-sphalerite) dike or 

vein in a siliceous crystal tuff

Assessment Report 19179
N

DRILLHOLE

1981

Assay/analysis                

Drill Core

Silver 26.7000 g/t

Gold 0.1000 g/t

Copper 0.3900 %

Lead 0.4300 %

Zinc 4.5800 %

3.4 metre drill intersection.

George Cross Newsletter #189, 1980.

N

DRILLHOLE

1980

Assay/analysis                

Drill Core

Copper 0.735 %

Zinc 0.96 %

Silver 34.2 g/t

over 4.9 metres in hole 80-5

Assessment Report 8837

N

DRILLHOLE

1980

Assay/analysis                

Drill Core

Copper 0.560 %

Zinc 7.90 %

Silver 16.8 g/t

over 3.9 metres in hole 80-8

Assessment Report 8837

N

TRENCHES

1980

Assay/analysis                

Chip

Copper 1.385 %

Lead 0.58 %

Zinc 6.22 %

Silver 24.3 g/t

Gold 0.27 g/t

over 2.5 metres in sample R17

Assessment Report 8837

N

SAMPLE

1979

Assay/analysis                

Grab

Zinc 7.25 %

Lead 1.32 %

Copper 1.35 %

Silver 29.4 g/t

five samples from various mineralized exposures

Assessment Report 7847

N

SAMPLE

1975

Assay/analysis                

Grab

Copper 1.67 %

Zinc 6.98 %

Silver 34.2 g/t

Assessment Report 5822

N
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