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Ore Zone/

Year/Report On

Tonnage/

Category

Commodity Grade Reference/

Comments

SAMPLE

2017

Assay/analysis                

Chip

Zinc 9.27 %

Lead 6.71 %

Silver 84.4 g/t

A 0.2-metre-long chip sample (166426).

Assessment Report 37134

N

SAMPLE

2006

Assay/analysis                

Rock

Lead 2.03 %

Zinc 4.66 %

Silver 63.8 g/t

Assessment Report 28656

N

SAMPLE

1988

Assay/analysis                

Chip

Silver 267.4000 g/t

Gold 0.0700 g/t

Copper 0.1100 %

Lead 3.9900 %

Zinc 9.2400 %

Chip sample across 1.5 metre.

Property File - Christopher, 1988.

SAMPLE

1988

Assay/analysis                

Chip

Gold 0.07 g/t

Silver 267.4 g/t

Lead 3.99 %

Zinc 9.24 %

Copper 0.11 %

Chip sample 155 over 1.5 metres.

Assessment Report 17393

N

SAMPLE

1987

Assay/analysis                

Grab

Silver 222.2 g/t

Lead 12.3 %

Zinc 30.6 %

Assessment Report 16347

N

SAMPLE

1981

Assay/analysis                

Chip

Lead 4.03 %

Zinc 9.93 %

Silver 193.6 g/t

Chip sample HPH-19 over 9.0 metres.

Assessment Report 9507

N

NO. 4

1966

Assay/analysis                

Chip

Zinc 14.45 %

Lead 0.20 %

Silver 259.9 g/t

Chip sample from the ‘fourth’ zone over 1.5 metres.

Assessment Report 870

N

SAMPLE

1936

Assay/analysis                

Grab

Zinc 15.4 %

Lead 20.8 %

Silver 500.5 g/t

Minister of Mines Annual Report 1936, page F47

N
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