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SAMPLE

2017

Assay/analysis                

Grab

Copper 0.230 %

Zinc 5.32 %

Lead 3.47 %

Silver 296 g/t

a select sample (166430) of outcrop

Assessment Report 37134

N

SAMPLE

1991

Assay/analysis                

Rock

Lead 4.24 %

Zinc 10.0 %

Silver 437.9 g/t

Assessment Report 21270

N

SAMPLE

1988

Assay/analysis                

Chip

Silver 743.9 g/t

Lead 2.55 %

Zinc 3.92 %

Copper 0.21 %

Gold 0.07 g/t

a 2.1-metre chip sample (151)

Assessment Report 17393

N

SAMPLE

1987

Assay/analysis                

Chip

Silver 201.1 g/t

Lead 4.68 %

Zinc 8.08 %

across 3.0 metres

Assessment Report 16347

N

SAMPLE

1981

Assay/analysis                

Chip

Zinc 16.80 %

Lead 12.30 %

Silver 222.3 g/t

a chip sample (HPH-16) over 18.0 metres

Assessment Report 9507

N

DRILLHOLE

1966

Assay/analysis                

Drill Core

Zinc 7.38 %

Lead 6.91 %

Silver 369.4 g/t

over 5.4-metres in hole NL-20

Assessment Report 17393

N

SAMPLE

1966

Assay/analysis                

Chip

Silver 373.7000 g/t

Lead 3.1800 %

Zinc 4.9700 %

Chip sample across 2.1 metres.  A grab sample in the 

area assayed similar values and 0.17 per cent copper 

and 0.34 grams p/t gold.

Assessment Report 870.
N
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