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OUTCROP

2017

Assay/analysis                

Rock

Copper 13.49 % Six rock samples (J-7 through J-12) taken from the 

occurrence area yielded from 0.04 to 13.49 per cent 

copper with 24.09 to 73.71 per cent iron.

Assessment Report 37313
N

SAMPLE

1994

Assay/analysis                

Chip

Copper 0.29 %

Assessment Report 23551

N

DRILLHOLE

1994

Assay/analysis                

Drill Core

Copper 0.38 %

Silver 2.8 g/t Assessment Report 24601

N

SKARN

1961

Assay/analysis                

Grab

Copper 3.0000 % Maximum value from finely disseminated chalcopyrite 

within massive garnet.

McDougall, J.J., 1961: Report on Bonanza Lake 

copper.
N

SAMPLE

1961

Assay/analysis                

Grab

Magnetite 80.0000 % Magnetite body, 3 to 63 metres wide, 100 metres 

northeast of the White Fang showing.

Property File - McDougall, J.J., 1961.
N
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