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Comments

NORTH

2019

Assay/analysis                

Rock

Copper 0.649 % Two rock samples (samples Y993852 and Y993853) of 

strongly silicified and sericite altered granodiorite 

hosting numerous 

quartz-pyrite-chalcopyrite-molybdenite veinlets were 

collected in a road cut of a new logging road, 

approximately 400 metres north of the plotted location 

of the Tent occurrence, and returned 0.199 and 0.649 

per cent copper, respectively.

Assessment Report 38879

N

DRILLHOLE

2011

Assay/analysis                

Drill Core

Copper 0.1013 %

Gold 0.026 g/t

Silver 0.77 g/t

In drillhole 11-NICN-04.

Assessment Report 32773

N

SAMPLE

2010

Assay/analysis                

Grab

Gold 0.244 g/t

Silver 2.88 g/t

Copper 0.381 %

Sample 17420.

Assessment Report 31915

N

SAMPLE

1991

Assay/analysis                

Chip

Copper 0.0900 % An average of chip sampling over 50 metres.

Assessment Report 22167, page 7.

N

SAMPLE

1991

Assay/analysis                

Grab

Copper 0.28 %

Gold 0.1 g/t

Molybdenum 0.074 %

Assessment Report 22167, page 7

N
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