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Ore Zone/

Year/Report On

Tonnage/

Category

Commodity Grade Reference/

Comments

DRILLHOLE

2011

Assay/analysis                

Drill Core

Copper 0.747 %

Gold 0.213 g/t

Within this zone is an interval grading 2.532 per cent 

copper and 0.666 gram per tonne gold over 4.4 metres.

V STOCKWATCH, January 19, 2012
N

SAMPLE

1963

Assay/analysis                

Chip

Copper 0.1500 % The assay was reported in the above Assessment 

Report as a having been obtained by Riocanex in the 

early 1960s, probably 1963 or 1964.

Assessment Report 21755, page 28.
N
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