
MINFILE Inventory Detail Report

BC Geological Survey

Ministry of Energy, Mines and Petroleum Resources

MINFILE Number: Status:Name:092L  357 LINZER Showing

Ore Zone/

Year/Report On

Tonnage/

Category

Commodity Grade Reference/

Comments

SAMPLE

2018

Assay/analysis                

Rock

Copper 4.96 %

Silver 11.8 g/t

Eight rock samples (R13 through R20) from the Linzer 

occurrence area assayed from 0.174 to 4.96 per cent 

copper with 1.3 to 11.8 grams per tonne silver.

Assessment Report 38134
N

VEIN

2018

Assay/analysis                

Grab

Copper 4.96 %

Silver 11.8 g/t

Molybdenum 0.186 %

A sample (R13) from a 0.5-metre-wide massive 

chalcopyrite-pyrite vein in basalt assayed 0.186 per 

cent molybdenum and 0.174 per cent copper, while 

three other grab samples (R-18 to R-20) yielded from 

2.32 to 4.96 per cent copper and 4.6 to 11.8 grams per 

tonne silver.

MacIntyre, D. (2018-07-18): Technical Report - Red 

Metal Ridge Mineral Propert

N

UPPER

2013

Assay/analysis                

Rock

Copper 1 %

Gold 0.436 g/t

Two samples (1415710 and 1415711) from the Upper 

Linzer zone yielded greater than 1.00 per cent copper 

with 0.436 and 0.378 gram per tonne gold, respectively.

Assessment Report 34183
N

UPPER

2011

Assay/analysis                

Grab

Copper 25 % In 2011, sampling of the Upper Linzer veins yielded 

values greater than 25.0 per cent copper.

Assessment Report 32553).
N

UPPER

2010

Assay/analysis                

Grab

Copper 12.55 %

Silver 42 g/t Assessment Report 31856

N

LOWER

2010

Assay/analysis                

Grab

Copper 4.29 %

Silver 12 g/t Assessment Report 31856

N

MIDDLE D

2010

Assay/analysis                

Grab

Copper 5.757 %

Silver 15 g/t Assessment Report 31856

N

OUTCROP

2006

Assay/analysis                

Grab

Copper 4.9 %

Silver 6.5 g/t

Approximately 250 metres to the north east of the 

Linzer occurrence, malachite stained basalts host copper 

values.  In 2006, two samples yielded 4.9 and 3.2 per 

cent copper with 6.5 grams per tonne silver each, 

respectively.

Assessment Report 28747

N

SAMPLE

2006

Assay/analysis                

Grab

Copper 21.28 %

Silver 49.1 g/t

In 2006, sampling yielded up to 21.28 per cent copper 

and 49.1 grams per tonne silver.

Assessment Report 28747
N
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Ore Zone/

Year/Report On

Tonnage/

Category

Commodity Grade Reference/

Comments

NORTHEAST

1991

Assay/analysis                

Rock

Copper 0.223 % Rock sample AR91-JR3 of chalcopyrite and malachite 

are hosted in vertical fractures within a fine-grained 

basalt located approximately 700 metres northeast of 

the Linzer occurrence.

Assessment Report 22409

N
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