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Ore Zone/

Year/Report On

Tonnage/

Category

Commodity Grade Reference/

Comments

SOUTHWEST

2020

Assay/analysis                

Rock

Copper 1.36 % A rock sample (27254) of mafic volcanic hosting 

amygdule fillings of bornite, chalcopyrite and malachite, 

taken approximately 650 metres southwest and upslope 

of the main zone.

Assessment Report 39283

N

SAMPLE

2019

Assay/analysis                

Rock

Silver 94.9 g/t

Copper 9.54 %

Gold 46.9 g/t
Wasteneys, H. (2019-07-25): NI 43-101 Technical 

Report on the Adam West Property, Northern 

Vancouver Island, British Columbia
N

SOUTHWEST

2019

Assay/analysis                

Rock

Copper 1.80 %

Silver 4.3 g/t

A sample (19166) of malachite-azurite stained basalt, 

taken approximately 650 metres southwest of the main 

Cam-Doc West zone.

Wasteneys, H. (2019-07-25): NI 43-101 Technical 

Report on the Adam West Property, Northern 

Vancouver Island, British Columbia

N

SAMPLE

1988

Assay/analysis                

Grab

Copper 0.66 %

Silver 13.7 g/t

Gold 2.16 g/t

Sample 17704.

Assessment Report 17755.

N

SAMPLE

1942

Assay/analysis                

Chip

Gold 2.7 g/t

Silver 51.5 g/t

Copper 1.7 %

Sample number 14; over 2.74 metres.

Assessment Report 8190.

N
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