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Commodity Grade Reference/

Comments

VEIN

2018

Assay/analysis                

Grab

Copper 5.29 %

Silver 34.7 g/t

Grab sample (R12), while a 1.0 metre chip sample 

(R11) assayed 0.652 per cent copper.

MacIntyre, D. (2018-07-18): Technical Report - Red 

Metal Ridge Mineral Property
N

VEIN

2002

Assay/analysis                

Grab

Copper 4.5 %

Silver 23.9 g/t

Gold 0.107 g/t

Palladium 0.118 g/t

Assessment Report 27070

N
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