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Ore Zone/

Year/Report On

Tonnage/

Category

Commodity Grade Reference/

Comments

OUTCROP

2017

Assay/analysis                

Rock

Copper 7.61 %

Iron 54.16 %

three rock samples (J-1 through J-3) taken from the 

occurrence area yielded from 1.59 to 7.61 per cent 

copper with 29.01 to 54.16 per cent iron

Assessment Report 37313
N

OUTCROP

1993

Assay/analysis                

Chip

Copper 1.803 %

Assessment Report 23551

N
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