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Ore Zone/

Year/Report On

Tonnage/

Category

Commodity Grade Reference/

Comments

FLOAT

2015

Assay/analysis                

Grab

Gold 1.085 g/t

Silver 3.2 g/t

Zinc 3.98 %

Copper 0.155 %

A float sample (YRf-15-1) of chlorite-silica altered 

porphyritic andesite hosting pyrite, sphalerite and 

galena from the occurrence area assayed 1.085 grams per 

tonne gold, 3.2 grams per tonne silver, 3.98 per cent 

zinc and 0.155 per cent copper, while two other float 

samples (YRf-15-3 and -16) of rhyolite and volcanic 

tuff yielded values of up to 0.267 per cent copper and 

0.012 per cent molybdenum.

Assessment Report 36110

N

MAIN

1998

Assay/analysis                

Chip

Copper 1.11 %

Silver 46.2 g/t

Gold 0.098 g/t

Assessment Report 25797

N

MAIN

1998

Assay/analysis                

Grab

Copper 3.54 %

Zinc 0.17 %

Silver 46.2 g/t

Gold 0.155 g/t

Sample 1079

Assessment Report 25797

N

SAMPLE

1998

Assay/analysis                

Grab

Copper 0.23 %

Molybdenum 0.49 % Assessment Report 25797

N
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