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Ore Zone/

Year/Report On

Tonnage/

Category

Commodity Grade Reference/

Comments

FLOAT

2020

Assay/analysis                

Rock

Copper 0.369 % A float sample (20BAY3) of andesite with pyrite, 

chalcopyrite, sphalerite and molybdenite from the 

occurrence area assayed 0.369 per cent copper, 1.00 per 

cent zinc and 60.2 grams per tonne silver.

Assessment Report 39197

N

DRILLHOLE

1985

Assay/analysis                

Drill Core

Copper 0.18 % Drill hole E-61, located on the Bay 58 claim, over 90.0 

metres, including 0.273 per cent copper and 0.018 per 

cent molybdenum over 12.0 metres.

Assessment Report 13346
N

DRILLHOLE

1985

Assay/analysis                

Drill Core

Copper 0.14 % Drill hole (E-60), located a short distance southeast on 

the Cove 18 claim, over 93.0 metres.

Assessment Report 13346
N

DRILLHOLE

1984

Assay/analysis                

Drill Core

Copper 0.11 %

Molybdenum 0.011 %

Drill hole E-62 over 109.5 metres, including 0.24 per 

cent copper over 6.0 metres.

Assessment Report 13536
N
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