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SAMPLE

2013

Assay/analysis                

Chip

Copper 0.215 % A chip sample (GT-4) yielded 0.215 per cent copper 

over 4.0 metres, while a previous sample (0907) is 

reported to have assayed 0.767 per cent copper over an 

unknown length.
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