
MINFILE Inventory Detail Report

BC Geological Survey

Ministry of Energy, Mines and Petroleum Resources

MINFILE Number: Status:Name:092L  502 LINZER SOUTH Showing

Ore Zone/

Year/Report On

Tonnage/

Category

Commodity Grade Reference/

Comments

SAMPLE

2020

Assay/analysis                

Rock

Copper 6.55 %

Silver 24.4 g/t

Gold 0.138 g/t

Nine rocks samples (27298-27301, 27462-17467 and 

27473) yielded from 0.892 to 6.55 per cent copper, 0.7 

to 24.4 grams per tonne silver and 0.008 to 0.138 gram 

per tonne gold.

Assessment Report 39283

N

SAMPLE

2011

Assay/analysis                

Rock

Copper 0.603 % Sample 6539

Assessment Report 32553

N

SAMPLE

2010

Assay/analysis                

Rock

Copper 0.735 % Rock sample 6623

Assessment Report 31856

N
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