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SAMPLE

2020

Assay/analysis                

Rock

Copper 0.106 %

Gold 0.347 g/t

A rock sample (27291) from a narrow quartz vein with 

minor bornite(?) assayed 0.106 per cent copper, while 

another sample (27293) of from a quartz vein, located 

several hundred metres to the southeast of the previous 

sample, yielded 0.347 gram per tonne gold.

Assessment Report 39283

N

SAMPLE

2011

Assay/analysis                

Rock

Copper 1.659 %

Gold 0.455 g/t

Rock sample 6726

Assessment Report 32553

N
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