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Comments

MAIN

2019

Assay/analysis                

Rock

Copper 1.820 %

Silver 3.4 g/t

Gold 0.13 g/t

Four samples (19051 and 19181-19183) yielded from 

0.227 to 1.820 per cent copper, trace to 3.4 grams per 

tonne silver and 0.01 to 0.13 gram per tonne gold

Assessment Report 39053
N

SOUTHEAST

2019

Assay/analysis                

Rock

Copper 0.686 %

Silver 3.2 g/t

Gold 0.29 g/t

Nine rock samples (19167, 19177-19179 and 

19205-19209) yielded from 0.037 to 0.686 per cent 

copper, trace to 3.2 grams per tonne silver and trace to 

0.29 gram per tonne gold

Assessment Report 39053

N
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