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MINFILE Number: Status:Name:092M  004 BLACK SAND Showing

Ore Zone/

Year/Report On

Tonnage/

Category

Commodity Grade Reference/

Comments

SAMPLE

1956

Assay/analysis                

Rock

Iron    9.8000 % Average assay of six samples of beach sand.

Property File - Sargent, H., 1956.
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