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Comments

SAMPLE

2022

Assay/analysis                

Chip

Copper 0.24 % Sample Number S842689: 1 metre chip across multiple 

carbonate-silica fractures and veins

Assessment Report 40017
Y

SAMPLE

2015

Assay/analysis                

Chip

Copper 1 %

Zinc 1 %

Silver 10.45 g/t

From a 10 centimetre chip.

Assessment Report 35815.

N

Monday, December 29, 2025 Page 1 of 1092N  020MINFILE  Number:


