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Ore Zone/

Year/Report On

Tonnage/

Category

Commodity Grade Reference/

Comments

MAIN

1990

Assay/analysis                

Rock

Silver 80.0000 g/t

Copper 5.1000 %

Tungsten 0.5000 %

Zinc 0.7600 %

Daisie refers to the main zone of skarn mineralization.  

Geochemical analyses given are a maxima of a range of 

values.

Bulletin 81.

DRILLHOLE

1978

Assay/analysis                

Drill Core

Molybdenum 0.9700 %

Tungsten 1.2000 %

Highest values given.

Assessment Report 7156.

SAMPLE

1975

Assay/analysis                

Rock

Silver 117.0000 g/t

Gold 1.8000 g/t

Copper 15.6000 %

Geochemical analyses given for high-grade material.

Assessment Report 5712.
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