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Ore Zone/

Year/Report On

Tonnage/

Category

Commodity Grade Reference/

Comments

MAIN SHOWING

1972

Assay/analysis                

Rock

Silver 51.0000 g/t

Gold 52.0000 g/t

Copper 1.6100 %

Lead 0.8200 %

Antimony 0.0840 %

Zinc 0.6100 %

Gold and silver values are highest in a range of best 

assays.  Copper, zinc, lead and antimony are best 

analyses of high-grade material.

Assessment Report 4572; Assessment Report 19245 

for antimony.
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