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DRILLHOLE

2022

Assay/analysis                

Drill Core

Gold 8.42 g/t

Silver 49.3 g/t

Backpack hole BP-LG-21-09 intersection over 1 metre.

Press Release, Kingfisher Metals Corp., March 9, 2022.

N

VEIN

2022

Assay/analysis                

Grab

Gold 60.4 g/t

Silver 97.1 g/t

Copper 0.21 %

Arsenic 9 %

Sample Number 4047831: massive arsenopyrite vein 

outcropping in siltstone

Assessment Report 39734
Y

DRILLHOLE

2021

Assay/analysis                

Drill Core

Gold 0.29 g/t

Silver 33.7 g/t

Copper 0.42 %

Back-pack drill hole BR-LG-20-06: 4 metre intercept

Assessment Report 39459

Y

SAMPLE

1987

Assay/analysis                

Grab

Copper 2.5200 %

Lead 0.3300 %

Zinc 3.1300 %

Geochemical analyses of high-grade material.

Assessment Report 16959.

VEIN

1987

Assay/analysis                

Grab

Silver 39.5000 g/t

Gold 26.7500 g/t

Geochemical analysis of high-grade material.

Assessment Report 17980.

VEINS

1987

Assay/analysis                

Chip

Silver 70.0000 g/t

Gold 6.0000 g/t

Typical average assays of chip samples taken across 

widths of veins in the adits.

Minister of Mines Annual Report 1934; Assessment 

Report 17980.
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