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Ore Zone/

Year/Report On

Tonnage/

Category

Commodity Grade Reference/

Comments

DRILLHOLE

2021

Assay/analysis                

Drill Core

Gold 8.43 g/t

Silver 9.59 g/t

Copper 0.36 %

Arsenic 9.93 %

Back-pack drill hole BP-ST-20-01: 8.9-metre intercept 

from 0 to 8.9 metres; vein and breccia hosted 

quartz-arsenopyrite, chalcopyrite-pyrite, pyrrhotite 

mineralization.Includes 3.46 metres (0.54 to 4 metres)m 

averaging 16.57 grams per tonne gold, 19.5 grams per 

tonne silver, 0.36 per cent copper and 13.51 per cent 

arsenic.

Assessment Report 39459

Y

OUTCROP

2021

Assay/analysis                

Grab

Gold 82.1 g/t

Silver 47.6 g/t

Copper 0.99 %

Arsenic 40.2 %

Sample Number 3691632: quartz-arsenopyrite vein

Assessment Report 39459

Y

SAMPLE

1988

Assay/analysis                

Rock

Copper 0.3000 % Geochemical analysis, highest value.

Assessment Report 17980.

VEIN

1988

Assay/analysis                

Rock

Silver 9.8000 g/t

Gold 19.2000 g/t

Geochemical analysis of 4-centimetre thick quartz vein.

Assessment Report 17980.

ADIT

1935

Assay/analysis                

Chip

Silver 20.6000 g/t

Gold 15.0000 g/t

Assayed chip sample of massive mineralization in the 

Standard adit, taken over 2 metres.

Minister of Mines Annual Report 1935.
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