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MINFILE Number: Status:Name:092N  062 LOTUS Showing

Ore Zone/

Year/Report On

Tonnage/

Category

Commodity Grade Reference/

Comments

TRENCH

1990

Assay/analysis                

Chip

Gold 22.7 g/t

Silver 50.6 g/t

Sampling of hand trenches yielded from 4.2 to 22.7 

grams per tonne gold with 6.2 to 50.6 grams per tonne 

silver over an average width of 1.1 metres

Property File - S.B. Cheeseman [1991-07-22]: Re: 

Report on Lotus Gold Prospect.
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