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Ore Zone/

Year/Report On

Tonnage/

Category

Commodity Grade Reference/

Comments

SAMPLE

1992

Assay/analysis                

Chip

Gold 0.75 g/t

Mercury 0.975 %

Sample 910724-7 across 1.5 metres.

Property File - 808 Exploration Services Ltd. 

[1992-06-01]: Report - Porphyry intrusive system with 

copper-gold mineral potential - Harvey property
N

SAMPLE

1992

Assay/analysis                

Grab

Lead 0.228 %

Silver 25.2 g/t

Gold 0.16 g/t

Sample 910724-5

Property File - 808 Exploration Services Ltd. 

[1992-06-01]: Report - Porphyry intrusive system with 

copper-gold mineral potential - Harvey property
N

SAMPLE

1991

Assay/analysis                

Grab

Gold 4.22 g/t

Silver 16.4 g/t

Copper 0.239 %

Sample H-7

Property File - 808 Exploration Services Ltd. 

[1991-05-01]: Porphyry Intrusive System with 

Copper-Gold Mineral Potential - Harvey Property - 

Confidential Overview

N
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