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DRILLHOLE

2017

Assay/analysis                

Drill Core

Copper 0.57 %

Molybdenum 0.046 %

Silver 3 g/t

2017 Drill Hole MM17005: 9 metre intersection in 

intrusive dike-like body

Assessment Report 37517
Y

DRILLHOLE

2008

Assay/analysis                

Drill Core

Copper 0.23 %

Molybdenum 0.015 %

Drill hole 08TSK-10 over 12.00 metres.

Rebagliati, C.M., Titley, E. (2020-05-29): Technical 

Report Summarizing Exploration Work on the IKE 

Cu-Mo-Au-Ag Project, British Columbia, Canada
N

SAMPLE

1987

Assay/analysis                

Grab

Copper 1.7100 % Sample HO3; 0.0768 per cent molybdenum.

Open File 1987-3.

Friday, October 24, 2025 Page 1 of 1092O  034MINFILE  Number:


