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Ore Zone/

Year/Report On

Tonnage/

Category

Commodity Grade Reference/

Comments

STOCKPILE

2019

Assay/analysis                

Rock

Gold 6.24 g/t

Silver 25.95 g/t

Sampling of the approximate 24,000 tonne stockpile 

associated with the 1998 through 2000 bulk sampling 

program.

Blue Lagoon Resources Inc. (2020-09-23): NI 43-101 

Technical Report for the Pellaire Gold Project, BC, 

Canada

N

NORTH

2010

Assay/analysis                

Rock

Copper 0.464 %

Silver 6.0 g/t

A sample (WP373) of andesite with quartz veins and 

disseminated pyrite-chalcopyrite from the “North” 

zone, located approximately 3 kilometres to the north- 

northeast.

Assessment Report 32006

N

VEIN

2010

Assay/analysis                

Rock

Gold 0.808 g/t

Silver 8.8 g/t

Copper 0.643 %

Samples (WP458 and WP466) from Zero vein.

Assessment Report 32006

N

VEIN

2009

Assay/analysis                

Rock

Gold 0.53 g/t

Silver 9.1 g/t

Copper 0.133 %

Sample WP39C-4806 from the Zero vein

Assessment Report 31319

N

EAST

2008

Assay/analysis                

Rock

Gold 0.3 g/t

Silver 100 g/t

Sampling on the “East Ridge” area, located 

approximately 1.2 kilometres to the east of the main 

workings, yielded values up to 0.3 grams per tonne gold 

and greater than 100 grams per tonne silver from a 

quartz diorite with minor sulphides (Sample D8-E3R).

Assessment Report 30536

N

NO. 1 VEIN

2008

Assay/analysis                

Rock

Gold 90.0 g/t

Silver 100 g/t

Copper 0.11 %

Molybdenum 0.013 %

Sampling of No.1 vein.

Assessment Report 30536

N

NO. 2 VEIN

2008

Assay/analysis                

Rock

Gold 1.1 g/t

Silver 18 g/t

Sample with 0.2 to 1.1 grams per tonne gold and 5 to 18 

grams per tonne silver from the No.2 vein.

Assessment Report 30536
N

NO. 3 VEIN

2008

Assay/analysis                

Rock

Gold 100 g/t

Copper 0.39 %

Silver 100 g/t

Greater than 100 grams per tonne gold and silver with 

0.39 per cent copper from the No.3 vein.

Assessment Report 30536
N

NO. 4

2008

Assay/analysis                

Rock

Gold 63 g/t

Silver 100 g/t

63 grams per tonne gold with greater than 100 grams per 

tonne silver from the No.4 vein.

Assessment Report 30536
N
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Ore Zone/

Year/Report On

Tonnage/

Category

Commodity Grade Reference/

Comments

PELLAIRE

1987

Indicated

Silver 78.8000 g/t

Gold 22.9000 g/t

Probable geological reserves.

Property File - SMF 50/88, Lord River Gold Mines 

Ltd., June 1, 1988.

 30,841 

Y

t

PELLAIRE

1987

Inferred

Silver 78.8000 g/t

Gold 22.9000 g/t

Possible geological reserves.

Property File - SMF 50/88, Lord River Gold Mines 

Ltd., June 1, 1988.

 36,284 

Y

t
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