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Ore Zone/

Year/Report On

Tonnage/

Category

Commodity Grade Reference/

Comments

STOCKWORK

2023

Assay/analysis                

Chip

Gold 0.38 g/t BB23R-05, 0.38 Au, 1 metre chip across 4 metre 

stockwork epithermal quartz vein zone.

Assessment report 41656
N

VEIN

2008

Assay/analysis                

Rock

Gold 3.35 g/t

Silver 13.4 g/t

Sample 018

Assessment Report 30576

N

NO. 3

1988

Assay/analysis                

Drill Core

Gold 1.68 g/t

Silver 52.1 g/t

Over 3 metres.

Assessment Report 18352

N

NO. 4

1988

Assay/analysis                

Chip

Gold 2.15 g/t

Silver 12.2 g/t

Over 18 centimetres.

Assessment Report 18838

N

NO. 1

1987

Assay/analysis                

Chip

Gold 2.17 g/t

Silver 3.8 g/t

In 1987, samples of the vein yielded up to 2.17 grams 

per tonne gold and 3.8 grams per tonne silver over 1.4 

metres and 0.72 gram per tonne gold with 8.2 grams per 

tonne silver over 3.6 metres.

Assessment Report 17366

N

NO. 2

1987

Assay/analysis                

Grab

Gold 0.9 g/t

Silver 3.0 g/t Assessment Report 17366

N

VEIN

1987

Assay/analysis                

Rock

Gold 1.96 g/t

Assessment Report 16049

N

DRILLHOLE

1980

Assay/analysis                

Drill Core

Gold 4.5 g/t Over 3.0 metres from Hole 80-13

Assessment Report 8142

N
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