MINFILE Inventory Detail Report

C%?_.{JTT:EBPI] A BC Geological Survey
Ministry of Energy, Mines and Petroleum Resources
| MINFILE Number: 0920 142 Name: WATSON BAR (X) Status: Showing
Ore Zone/ Tonnage/ Commodity Grade Reference/
Year/Report On Category Comments
SAMPLE Gold 6.2 g/t Thirty five samples from the showing yielded values
Assay/analysis from 0.4 to 6.2 grams per tonne gold
2010 N Grab Assessment Report 31391
DRILLHOLE Gold 0.789 g/t diamond drill hole 98-09 over 1 metre
Assay/analysis Assessment Report 26032
1998 N Drill Core
SAMPLE Gold 1.27 g/t sample from trenches 97-01 and 97-02 over 4 metres
Assay/analysis Assessment Report 25157
1997 N Trench
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