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DRILLHOLE

2008

Assay/analysis                

Drill Core

Copper 0.17 %

Molybdenum 0.039 %

Silver 0.5 g/t

Gold 0.066 g/t

Drill hole 08TK-09 over 43.50 metres.

Rebagliati, C.M., Titley, E. (2020-05-29): Technical 

Report Summarizing Exploration Work on the IKE 

Cu-Mo-Au-Ag Project, British Columbia, Canada.
N

DRILLHOLE

2008

Assay/analysis                

Drill Core

Copper 0.54 %

Molybdenum 0.012 %

Silver 9.3 g/t

Gold 0.607 g/t

Drill hole 08TSK-11 yielded two 18.00 metre intercepts 

grading 0.36 and 0.54 per cent copper, 0.025 and 0.012 

per cent molybdenum, 2.5 and 9.3 grams per tonne 

silver with 0.160 and 0.607 gram per tonne gold, 

respectively.

Rebagliati, C.M., Titley, E. (2020-05-29): Technical 

Report Summarizing Exploration Work on the IKE 

Cu-Mo-Au-Ag Project, British Columbia, Canada.

N
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