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Ore Zone/

Year/Report On

Tonnage/

Category

Commodity Grade Reference/

Comments

SAMPLE

2016

Assay/analysis                

Grab

Copper 0.292 % a grab sample (16PZR002) of malachite stained 

pegmatite hosting blebby chalcopyrite and bornite 

mineralization

Assessment Report 36513
N

SAMPLE

2015

Assay/analysis                

Grab

Copper 0.263 %

(Assessment Report 35761

N

DRILLHOLE

2008

Assay/analysis                

Drill Core

Copper 0.13 % over 67 metres in hole 08-05

Assessment Report 30271

N

DRILLHOLE

1990

Assay/analysis                

Drill Core

Copper 0.19 % over 15.0 metres in hole 374-16

Assessment Report 30271

N

DRILLHOLE

1990

Assay/analysis                

Drill Core

Copper 0.17 % over 51.0 metres in hole 374-20

Assessment Report 30271

N

DRILLHOLE

1990

Assay/analysis                

Drill Core

Copper 0.18 % over 43.4 metres on an extension of previously started 

hole 374-3

Assessment Report 30271
N

DRILLHOLE

1989

Assay/analysis                

Drill Core

Copper 0.129 %

Gold 0.035 g/t

over 164 metres in hole 374-6, along with three drill 

holes ending in greater than 0.1 per cent copper values

Assessment Report 19927
N

DRILLHOLE

1970

Assay/analysis                

Drill Core

Copper 0.42 % over 6.1 metres

Assessment Report 19927

N

TRENCH

1968

Assay/analysis                

Chip

Copper 0.05 % over 48.0 metres, including values up to 0.23 per cent 

copper over 3.0 metres

Assessment Report 1723
N
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