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Ore Zone/

Year/Report On

Tonnage/

Category

Commodity Grade Reference/

Comments

SAMPLE

2012

Assay/analysis                

Grab

Gold 2.8 g/t

Palladium 0.412 g/t

Platinum 0.286 g/t

Copper 1 %

Silver 100 g/t

grab sample FLJ-01, greater than 1.0 per cent copper 

and 100 grams per tonne silver

Assessment Report 33772
N

SAMPLE

2002

Assay/analysis                

Grab

Copper 2.64 %

Gold 0.136 g/t

Platinum 0.56 g/t

Silver 200 g/t

Assessment Report 27789

N

SHOWING

2000

Assay/analysis                

Rock

Silver 25.0000 g/t

Copper 3.3754 %

Palladium 0.1400 g/t

Platinum 0.2080 g/t

Fieldwork 2000, page 26.

N

Sunday, October 26, 2025 Page 1 of 1092P  007MINFILE  Number:


