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Ore Zone/

Year/Report On

Tonnage/

Category

Commodity Grade Reference/

Comments

SHOWING

1999

Assay/analysis                

Grab

Copper 3.87 %

Gold 11.87 g/t

Assay results from sulphide-rich rocks collected at 

Lakeview showing.

Copper = 3.87 per cent

Gold = 11.87 grams per tonne

Assessment Report 26223

N
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