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Ore Zone/

Year/Report On

Tonnage/

Category

Commodity Grade Reference/

Comments

SHAFT

2010

Assay/analysis                

Rock

Silver 17.8 g/t

Zinc 0.338 %

rock sample (No.6) from the Ace shaft

Assessment Report 31639

N

DRILLHOLE

1998

Assay/analysis                

Drill Core

Gold 5.06 g/t

Silver 16.4 g/t

DDH 1 intercepted 1.8 metres

Assessment Report 18219

N

SHAFT

1998

Assay/analysis                

Grab

Silver 13.0 g/t

Gold 27.4 g/t

Copper 0.091 %

Cobalt 0.017 %

sample 600 S from the shaft area

Assessment Report 18219

N

SHOWING

1924

Assay/analysis                

Rock

Silver 70.0000 g/t

Gold 1.3710 g/t

Copper 0.2000 %

Lead 20.0000 %

Minister of Mines Annual Report 1924, page 152.

N
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