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Ore Zone/

Year/Report On

Tonnage/

Category

Commodity Grade Reference/

Comments

DRILLHOLE

1979

Assay/analysis                

Drill Core

Zinc 0.08 %

Silver 21.7 g/t

Over 3 metres in hole 1.

Peters, L.J. (2011-08-14): National Instrument 43-101 

Technical Report on the Tak - Milligan Copper - Gold 

Project
N

DRILLHOLE

1979

Assay/analysis                

Drill Core

Zinc 3.42 %

Silver 55.8 g/t

Two 1-metre intervals grading 3.42 and 0.08 per cent 

zinc with 38.6 and 55.8 grams per tonne silver, 

respectively, in hole 2.

Peters, L.J. (2011-08-14): National Instrument 43-101 

Technical Report on the Tak - Milligan Copper - Gold 

Project

N

SAMPLE

1974

Assay/analysis                

Chip

Silver 159.4000 g/t

Gold 1.3000 g/t

Copper 0.3000 %

Lead 3.5100 %

Zinc 6.0500 %

"Rock geochemical sample" from trench (Assessment 

Report 5067).

Assessment Report 5067.
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