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Comments

B

2015

Assay/analysis                

Grab

Copper 0.45 % Grab and channel samples from the Berkey zone

Kirkham, G. (2018-03-05): NI 43-101 Technical Report 

Mineral Resource Estimate for the Aurizon South 

Deposit, Lac La Hache Project.
N

SAMPLE

2000

Assay/analysis                

Drill Core

Gold 0.2300 g/t

Copper 0.1900 %

Sample width 89.3 metres in drill hole NK00-1.

G.W.R. Resources Inc. private report, March 2001.

N

DRILLHOLE

1998

Assay/analysis                

Drill Core

Copper 0.13 %

Gold 0.12 g/t

diamond drill hole (A98-1) yielded 0.13 per cent copper 

and 0.12 gram per tonne gold over 126.4 metres, 

including 0.54 per cent copper and 0.51 gram per tonne 

gold over 15.8 metres

SRK Consulting (Canada) Inc. (2012-06-04): 

Independent Technical Report for the Lac La Hache 

Project.

N
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