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DRILLHOLE

1989

Assay/analysis                

Drill Core

Gold 0.34 g/t drilling (hole 72488) yielded up to 0.34 gram per tonne 

gold over 2.8 metres of chlorite-clay altered lapilli tuff

Property File - C.J. Clayton [1990-12-13]: Re: EPI and 

Yard property exam
N

SAMPLE

1989

Assay/analysis                

Grab

Gold 0.32 g/t

Silver 4.0 g/t

Mercury 4.54 %

Surface sampling yielded up to 0.32 gram per tonne 

gold, 4.0 grams per tonne silver with 4.54 per cent 

mercury

Property File - C.J. Clayton [1990-12-13]: Re: EPI and 

Yard property exam

N

SAMPLE

1986

Assay/analysis                

Chip

Gold 1.5300 g/t

Silver 7.3 g/t

Mercury 1.16 %

a rock sample (no.106) assayed 1.53 grams per tonne 

gold and 7.3 grams per tonne silver, while other rock 

and float samples yielded up to 1.16 per cent mercury

Property File - G.R. Peat field [1986-08-01]: Report - 

EPI Mineral Property

N
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