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Year/Report On

Tonnage/
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Commodity Grade Reference/

Comments

TRENCH

2013

Assay/analysis                

Grab

Copper 0.85 %

Gold 1.61 g/t

Silver 6.92 g/t

Grab sample from trench 300 metres south of the Main 

zone.

Assessment Report 33721
Y

TRENCH

2012

Assay/analysis                

Trench

Copper 0.76 %

Gold 2.09 g/t

Silver 8.46 g/t

Over 5 metres in trench HK12-T5 (Main zone/Knob 

zone).

PR REL Happy Creek Minerals Ltd., Oct. 11, 2012
N

SAMPLE

2011

Assay/analysis                

Grab

Copper 1.64 %

Gold 1.18 g/t

Silver 4.08 g/t

Platinum 0.189 g/t

Sample HK11DR-3.

PR REL Happy Creek Minerals Ltd., Mar. 1, 2012

N

DRILLHOLE

2007

Assay/analysis                

Drill Core

Copper 0.093 %

Gold 0.134 g/t

Drilling yielded up to 0.093 per cent copper and 0.134 

gram per tonne gold over 9.15 metres and 0.118 per cent 

copper over 3.05 metres in hole 07H-2

Lane, B. (2009-05-29): Summary Report on the Hawk 

Porphyry Copper-Gold Project

N

SAMPLE

2007

Assay/analysis                

Rock

Copper 2.1 %

Gold 2.380 g/t Lane, B. (2009-05-29): Summary Report on the Hawk 

Porphyry Copper-Gold ProjectN

DRILLHOLE

1985

Assay/analysis                

Drill Core

Copper 0.122 %

Gold 0.22 g/t

Silver 1.87 g/t

Drilling of an induced polarization anomaly yielded 

19.66 metres of epidote-altered hornblende-augite basalt 

and breccia

Lane, B. (2009-05-29): Summary Report on the Hawk 

Porphyry Copper-Gold Project

N

DRILLHOLE

1982

Assay/analysis                

Drill Core

Copper 0.93 %

Gold 3.1 g/t

Silver 12.34 g/t

Over 1.83 metres in drillhole 82-5.

EMPR ASS RPT 11055

N
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