
MINFILE Inventory Detail Report

BC Geological Survey

Ministry of Energy, Mines and Petroleum Resources

MINFILE Number: Status:Name:092P  177 SNO Showing

Ore Zone/
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Comments

DRILLHOLE

1981

Assay/analysis                

Drill Core

Molybdenum 0.1740 % Diamond-drill hole 81-2, 1.0 metre between 79.0 and 

80.0 metres.

Assessment Report 9136.
N

SAMPLE

1980

Assay/analysis                

Grab

Gold 1.9 g/t

Silver 27.4 g/t

Copper 3.28 %

Molybdenum 0.162 %

Tungsten 0.13 %

four samples yielded from trace to 1.9 grams per tonne 

gold, trace to 27.4 grams per tonne silver, trace to 3.28 

per cent copper, 0.003 to 0.162 per cent molybdenum 

and 0.01 to 0.13 per cent tungsten tri-oxide

Property File - J.W. McLeod [1980-09-17]: Report on 

the Sno Group

N
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