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Comments

SHOWING

2016

Assay/analysis                

Grab

Silver 15.17 g/t

Gold 31.2 g/t

2016 re-sampling of Cate showing: also greater than 1 

per cent arsenic, and anomalous copper, antimony and 

bismuth; 2 centimetre zone of massive pyrite in a 

vertical shear zone trending 020 degrees

Assessment Report 36430

N

SHOWING

1997

Assay/analysis                

Rock

Gold 0.7470 g/t

Assessment Report 24952.

N

SHEAR

1993

Assay/analysis                

Chip

Gold 1.32 g/t

Arsenic 0.90 %

Copper 0.02 %

Sample Number PAP93-CR26 approximately 200 

metres north of Cate showing: 60 centimetre chip across 

shear containing 2 centimetre pyrrhotite-arsenopyrite 

vein. Re-sampling of the vein returned 74.9 grams per 

tonne gold, 20.6 grams per tonne silver, greater than 1 

per cent arsenic, 0.18 per cent copper, greater that 0.1 

per cent cadmium and 0.02 per cent antimony.

Assessment Report 23269

N
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