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SAMPLE

1984

Assay/analysis                

Grab

Gold 0.32 g/t

Silver 16.7 g/t

a sample (AB-18550) of quartz-muscovite schist 

(phyllite) assayed 0.27 gram per tonne gold, while a 

sample (AB-16876) of sericitic schist assayed 0.32 

gram per tonne gold and 16.7 grams per tonne silver

Property File - Kidd Creek Mines Ltd. [1985-02-01]: 

1984 Final Report on the Lizard Claims

N

VEIN

1984

Assay/analysis                

Grab

Lead 0.176 %

Zinc 0.07 %

Gold 0.1 g/t

Silver 8.4 g/t

a quartz vein, exposed west of the southern lobe of 

Maury Lake, yielded 0.176 per cent lead, 0.07 per cent 

zinc, 0.1 gram per tonne gold and 8.4 grams per tonne 

silver (sample AB-16838)

Property File - Kidd Creek Mines Ltd. [1985-02-01]: 

1984 Final Report on the Lizard Claims

N

DRILLHOLE

1983

Assay/analysis                

Drill Core

Gold 0.7 g/t

Silver 13.0 g/t

In 1983, a 6 centimetre piece of core, from the 1978 

drilling program, was assayed

Property File - Kidd Creek Mines Ltd. [1985-02-01]: 

1984 Final Report on the Lizard Claims
N

FLOAT

1966

Assay/analysis                

Grab

Lead 10.68 %

Silver 950 g/t

a mineralized float sample, discovered south of Maury 

Lake

Property File - Kidd Creek Mines Ltd. [1985-02-01]: 

1984 Final Report on the Lizard Claims
N
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