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Comments

1

2020

Assay/analysis                

Rock

Gold 4.8 g/t

Copper 0.4 %

Two rock samples from the Jodie zone assayed 2.83 

and 4.8 grams per tonne gold and up to 0.4 per cent 

copper.

SRK Consulting (Canada), Inc. (2021-05-11): 

Independent Technical Report for the Lac La Hache 

Project, Canada.

N

2

2020

Assay/analysis                

Rock

Gold 2.5 g/t Samples from the Road Gold zone.

SRK Consulting (Canada), Inc. (2021-05-11): 

Independent Technical Report for the Lac La Hache 

Project, Canada.
N

2

2020

Assay/analysis                

Drill Core

Gold 4.3 g/t Two drill holes (R20-01 and -02) were completed on 

the Road zone but were abandoned early at 70.0 and 

111.9 metres, respectively, due to blocky drilling 

conditions. Drill hole R20-02 yielded 4.3 grams per 

tonne gold over 2.0 metres near the end of the hole in a 

heavily faulted dike.

SRK Consulting (Canada), Inc. (2021-05-11): 

Independent Technical Report for the Lac La Hache 

Project, Canada.

N
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