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Ore Zone/

Year/Report On

Tonnage/

Category

Commodity Grade Reference/

Comments

SAMPLE

1983

Assay/analysis                

Grab

Silver 1.0284 g/t

Copper 0.0110 %

Sample #14 (45781) from mariposite zone.  Gold 

assayed less than 0.1714 grams per tonne.

Property File - Matherly, M. et al, 1983.
N
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